
INEEL/EXT-03-00495

Microtopographic Analysis Of 
Part-Through Crack Growth In 
Allow 304L Plate-Type Tension 
Speciments 

Wilson R. Lloyd 
Eric D. Steffler 
John H. Jackson 

April 2003 

Idaho National Engineering and Environmental Laboratory  
Bechtel BWXT Idaho, LLC 


































